
APPLICATIONS INFORMATION USING ADVANCED SAMPLE HANDLING TECHNOLOGY

o l u t i o n s

Quantitation of Epoxy to Hardener Ratios in a Cycloaliphatic Epoxy

Figure 1.  Pyrogram of epoxy at 750°C.

Figure 2.  Expanded view of pyrogram.

Although many common epoxy resins are formu-
lated using Bisphenol A, aliphatic, especially
cyclyhexyl compounds, are also used.  The epoxies
shown here were formulated with varying amounts
of 3,4-Epoxycyclohexylmethyl 3,4- epoxy cyclohex-
ane carboxylate, shown below:

and hardened using methylhexahydrophthalic an-
hydride (MHHPA), which has the structure:

The samples used epoxy to hardener ratios of 0.50,
0.66 and 1.00.  When pyrolyzed, each sample pro-
duced a pyrogram like the one shown in Figure 1,
with most of the components eluting as three peaks
at about 14 minutes.  Figure 2 shows an expanded
view of the epoxies, with epoxy to hardener ratios
of 1:2 and 1:1.

Ascribing the first peak to the epoxy resin and the
third peak to the hardener, peak area ratios were
plotted against the relative amounts of the constitu-
ents.  This produced a linear graph for the range of
constituent ratios, shown in Figure 3.
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CDS Analytical, LLC has been a leader in the design and manufacture of laboratory instruments for sample prepara-
tion and analysis since 1969.  We are dedicated to providing the best possible instruments for both research and
routine analysis.  Well known in the field of pyrolysis, CDS manufactures the Pyroprobeâ  5000, 5150, 5200 and 5250
autosampler for the introduction and analysis of solid materials by GC, MS and FT-IR.  CDS offers a complete line of
dynamic headspace instruments for the analysis of volatile organic compounds in environmental, pharmaceutical
and food applications, including the model 8400 four-position autosampler. CDS also manufactures the Dynatherm
line of thermal desorption instruments including the 9000 series for air monitoring and the 9300 TDA .  Our custom-
ers, their requirements and applications are important to us.  To help meet your needs, we offer a wide range of
analytical information and the services of our applications laboratory.  If you would like additional information, please
contact us at the address below,  call us at 1 800 541 6593, or log onto www. cdsanalytical.com.

CDS Analytical, LLC  465 Limestone Road, P.O. Box 277, Oxford, PA  USA 19363-0277  PH: 610 932 3636  FX:  610 932 4158

FOR MORE INFORMATION
CONCERNING THIS APPLICATION,

WE RECOMMEND THE
FOLLOWING READING:

H. Nakagawa and S. Tsuge,
Studies on Thermal Degradation of
Epoxy Resins by High-resolution
Pyrolysis-Gas Chromatography,
J. Anal. Appl. Pyrolysis 7 (1987) 113.

Additional literature on this and related
applications may be obtained by con-
tacting your local CDS Analytical rep-
resentative, or directly from CDS at the
address below.

Experimental Parameters

All samples were pyrolyzed using a CDS
Pyroprobe 5200 equipped with a Tenax trap.

Pyroprobe

Pyrolysis: 750°C for 15 seconds
Interface: 325°C for 4 minutes
Carrier flow: 30 ml/min

GC/MS

Column: 30 m x 0.25 mm 5% phenyl MS
Carrier: Helium
Split: 75:1
Oven program:

40°C for 2 minutes
10°C/minute to 325°C

Figure 3.  Graph of peak area ratio vs component
ratio.



<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /All
  /Binding /Left
  /CalGrayProfile (Dot Gain 20%)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Warning
  /CompatibilityLevel 1.4
  /CompressObjects /Tags
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJDFFile false
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /ColorConversionStrategy /LeaveColorUnchanged
  /DoThumbnails false
  /EmbedAllFonts true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /SyntheticBoldness 1.00
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams false
  /MaxSubsetPct 100
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveEPSInfo true
  /PreserveHalftoneInfo false
  /PreserveOPIComments false
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 300
  /ColorImageDepth -1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /ColorImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasGrayImages false
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 300
  /GrayImageDepth -1
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /GrayImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasMonoImages false
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 1200
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile ()
  /PDFXOutputCondition ()
  /PDFXRegistryName (http://www.color.org)
  /PDFXTrapped /Unknown

  /Description <<
    /FRA <>
    /ENU (Use these settings to create PDF documents with higher image resolution for improved printing quality. The PDF documents can be opened with Acrobat and Reader 5.0 and later.)
    /JPN <FEFF3053306e8a2d5b9a306f30019ad889e350cf5ea6753b50cf3092542b308000200050004400460020658766f830924f5c62103059308b3068304d306b4f7f75283057307e30593002537052376642306e753b8cea3092670059279650306b4fdd306430533068304c3067304d307e305930023053306e8a2d5b9a30674f5c62103057305f00200050004400460020658766f8306f0020004100630072006f0062006100740020304a30883073002000520065006100640065007200200035002e003000204ee5964d30678868793a3067304d307e30593002>
    /DEU <>
    /PTB <>
    /DAN <>
    /NLD <>
    /ESP <>
    /SUO <>
    /ITA <>
    /NOR <>
    /SVE <>
    /KOR <FEFFd5a5c0c1b41c0020c778c1c40020d488c9c8c7440020c5bbae300020c704d5740020ace0d574c0c1b3c4c7580020c774bbf8c9c0b97c0020c0acc6a9d558c5ec00200050004400460020bb38c11cb97c0020b9ccb4e4b824ba740020c7740020c124c815c7440020c0acc6a9d558c2edc2dcc624002e0020c7740020c124c815c7440020c0acc6a9d558c5ec0020b9ccb4e000200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /CHS <FEFF4f7f75288fd94e9b8bbe7f6e521b5efa76840020005000440046002065876863ff0c5c065305542b66f49ad8768456fe50cf52068fa87387ff0c4ee563d09ad8625353708d2891cf30028be5002000500044004600206587686353ef4ee54f7f752800200020004100630072006f00620061007400204e0e002000520065006100640065007200200035002e00300020548c66f49ad87248672c62535f003002>
    /CHT <FEFF4f7f752890194e9b8a2d5b9a5efa7acb76840020005000440046002065874ef65305542b8f039ad876845f7150cf89e367905ea6ff0c4fbf65bc63d066075217537054c18cea3002005000440046002065874ef653ef4ee54f7f75280020004100630072006f0062006100740020548c002000520065006100640065007200200035002e0030002053ca66f465b07248672c4f86958b555f3002>
  >>
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [612.000 792.000]
>> setpagedevice




